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CONTROL JOINTS (CONSTRUCTION, ISOLATION, CONTRACTION)

(NOT TO SCALE)

NOBLESEAL  CIS
CRACKED SUBSTRATE

CONTROL JOINT OR

TILE

BOND COAT

GROUT JOINT

(FULL COVERAGE)

CONTROL JOINT OR CRACKED SUBSTRATE 
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MAY 21ST 2015

NOTES:

R

REF: TCNA DETAIL F125-FULL COVERAGE

    JOINTS IN THE TILE FIELD IN ACCORDANCE WITH TCNA DETAIL EJ171.

2. USE OF NOBLESEAL DOES NOT NEGATE THE NEED FOR MOVEMENT

    REQUIRED WHEN NOBLESEAL IS INSTALLED UNDER ALL TILE

1. ADDITIONAL SOFT JOINTS CLOSE TO JOINTS/CRACKS IN SUBSTRATE ARE NOT


